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DELAWARE MATERIAL SPECIFICATION

CORRUGATED PLASTIC TUBING   MS 212

1. SCOPE

This specification covers the quality of corrugated plastic tubing, CPT, used
for subsurface drainage.

2. QUALITY

The manufacturer of corrugated plastic tubing is governed by the following
American Society for Testing and Materials, ASTM, Specification or Natural
Resources Conservation Service, NRCS Standards and shall be marked as set
forth in the applicable standard or specification.

  Material Size – Inches Standards

Polyethylene, PE 3, 4, 5 & 6 ASTM F-405*

Polyethylene, PE 8, 10, 12, 15 & 24 ASTM F 667*

Polyethylene, PE 18 & 24 NRCS-PS-606

Polyvinyl Chloride, PVC 3, 4, 5, 6, 8, 10 & 12 NRCS-PS-606

Reprocessed PE Material 3, 4, 5 & 6 NRCS-PS-606

*Standard has been supplemented to include brittleness and
bending requirements of NRCS-PS-606.


